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Sample Name:  Poly(trimethylene carbonate) 

 

Sample #: P43149-TMC  

 

Structure: 

 

 

Composition: 

Mn x 103 Mw/Mn 

11.5 1.04 
 

Characterization: 

The product was characterized by size exclusion    

chromatography (SEC) using THF as an eluant 

and HNMR spectroscopy data analysis. 

 

HNMR spectrum of the polymer: 

 
 

SEC elugram of the Sample: 

 
 


