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Sample Name: Poly(methyl 4-vinylbenzoate) 

 

Sample #: P43166-MeVBA 

 

Structure: 

 
 

Composition: 

Mn x 103 PDI 

 17.0 1.18 

 

Synthesis Procedure: 

Poly(4-vinyl benzoic acid) is synthesized by 

RAFT polymerization process using following 

RAFT . 

 
 

Characterization: 

The product was characterized by size exclusion 

chromatography (SEC) and 1H NMR data 

analysis.  

 
1H-NMR Spectrum of the monomer run in 

CdCl3 

 
 

 

SEC elugram of the Sample: 

 
 

 

 

 

  
 


