
Sample Name:
11-(4-cyano-biphenyl-4-yloxy)undecane methacrylate

Structure: Lot # P14408- 11C-LCMA
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Comments:
C28H35NO3

Mol. Wt.: 433.6
C, 77.56; H, 8.14; N, 3.23;

O, 11.07

Over 99%

Characterization:
The final product was validated by proton NMR (see figure).
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