
Sample Name:
Poly(2-methyloxazoline-b-dimethylsiloxane-b-2-
methyloxazoline) Triblock Copolymer
Sample #: P18043-MOXZDMSMOXZ

Structure:
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Composition:
Mn x 103

MEOXZ-DMS-MEOXZ PDI

0.085-b-5.5-b-0.085 1.3
Dp:

1-b-75-b-1
Synthesis Procedure:
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Characterization: By GPC and by HNMR
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PDMS dicarbinol Functionality about 97%


