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Sample Name: Poly(N-isipropylacrylamide), RAFT-
agent terminated 
 
Sample #:  P16070-NIPAM-RAFT macroinitiator   
 
Structure: 
 

 
 
 
Composition: 

Mn x 103 PDI 

39.5 1.4 

 
Synthesis Procedure:  
The poly(N-isipropylacrylamide) was prepared by 
RAFT controlled process. 
 
Characterization: 
The molecular weight and polydispersity index (PDI) 
are obtained by size exclusion chromatography (SEC) 
in DMF. SEC analysis was performed on a Varian 
liquid chromatograph equipped with refractive and light 
scattering detectors.  
 
Solubility:  
Poly(N-isipropylacrylamide) is soluble methanol, 
ethanol. 
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1H NMR spectrum of the polymer in CDCl3: 

 
 
 
SEC elugram of the polymer:  

Conc (mg/mL)

dn/dc (mL/g)

Method 

Solvent 
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Retention Volume (mL)

8.00 9.08 10.15 11.23 12.31 13.38 14.46 15.54 16.62 17.69 18.77 19.85 20.92 22.00

Sample Mn Mw Mp Mw/Mn IV

P16070_01(115).vdt 39,410 57,744 52,442 1.465 0.1826

P16070-NIPAM-RAFT

 


