
(v.R-01) 

Sample Name: Poly(methyl vinyl ether) 

 

Sample #: P16245D-MVE   

 

Structure: 
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Composition: 

Mn × 10
3
 PDI 

3.5 1.6 

 

 

Synthesis Procedure: 

Poly(methyl vinyl ether) is obtained by synthesis of the 

monomer followed by living cationic polymerization.  
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Characterization:  

The product was characterized by size exclusion                  

chromatography (SEC). 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

SEC elugram of the homopolymer: 

 

P16245F4-MVE_01.vdt:  Refractive Index Right Angle Light Scattering Low Angle Light Scattering

0.00

14.54

29.08

43.62

58.16

72.71

87.25

101.79

R
ef

ra
ct

iv
e 

In
de

x 
(m

V
)

0.00

4.46

8.92

13.37

17.83

22.29

26.75

31.21

R
ig

ht
 A

ng
le

 L
ig

ht
 S

ca
tte

rin
g 

(m
V

)

0.00

6.35

12.69

19.04

25.38

31.73

38.07

44.42

Lo
w

 A
ng

le
 L

ig
ht

 S
ca

tte
rin

g 
(m

V
)

Retention Volume (mL)
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P16245D-MVE

Concentration (mg/mL)

Sample dn/dc (mL/g)

Method File 

Column Set 

Solvent 

11.7605

0.1850

PS80K-august2017-0000.vcm

3x PL 1113-6300

THF

Sample Mn (Da) Mw (Da) Mw/Mn IV (dL/g) Mp (Da)

P16245F4-MVE_01.vdt 3,582 5,783 1.614 0.1437 3,945  
 

 


