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Sample Name:  Poly Carbonate (Bisphenol-A 

carbonate) 

 

Sample #: P41058J-PC  

 

Structure: 

 

 

Composition: 

Mn x 10
3 

Mw/Mn 

9.5 1.4 
 

Characterization: 

The product was characterized by size exclusion 

chromatography (SEC) using THF as an eluant. 

 

SEC elugram of the Sample: 

P41058J_01.vdt:  Refractive Index
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P41058J-PC

Concentration (mg/mL)

Sample dn/dc (mL/g)

Method File 

Column Set 

Solv ent 

5.5391

0.1850

PS105K-0000.vcm

3x PL 1113-6300

THF

Sample Mn (Da) Mw (Da) Mw/Mn IV (dL/g) Mp (Da)

P41058J_01.vdt 9,569 13,493 1.410 0.2186 10,652  


