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Sample Name: Poly (styrene-b-4-vinyl pyridine) 

 

Sample #:  P41319-S4VP  

 

Structure: 
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Composition: 

Mn x 103 

PS-b-4VP 
PDI 

75.0-b-1.0 1.02 

Tg for  PS block: 105oC  

 

Synthesis Procedure:  

The polymer was synthesized by anionic 

polymerization process. 

 

Characterization:  

The polymer was characterized by SEC and 1H NMR. 

The composition of the block copolymer can also be 

determined by titration in acetic acid/HClO4 using 

crystal violet indicator. Copolymer PDI is determined 

by SEC. 

Thermal analysis of the samples was carried out using a 

differential scanning calorimeter (TA Q100) at a 

heating rate of 15oC/min. The inflection glass transition 

temperature (Tg) of the sample has been considered.  

 

Solubility:  

Poly(styrene-b-4-vinyl pyridine) is soluble in  CHCl3  

and DMF.  
 

1H NMR spectrum of the polymer: 

 

SEC elugram of the PS block: 

P41319-S_01.vdt:  Refractive Index Right Angle Light Scattering Viscometer - DP
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8.0010.00 12.00 14.00 16.00 18.00 20.00 22.00 24.00 26.00 28.00 30.00 32.00 34.00 36.00 39.00

P41319-1

Concentration (mg/mL)

Sample dn/dc (mL/g)

Method File 

Column Set 

Solv ent 

7.6822

0.1850

PS100K-August-2018-2019.vcm

3x PL 1113-6300

THF

Sample Mn (Da) Mw (Da) Mw/Mn IV (dL/g) Mp (Da)

P41319-S_01.vdt 74,972 75,939 1.013 0.6028 71,900
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