
(v.R-01) 

Sample Name: Poly (methyl methacrylate), with 

p-xylene in center of polymer chain 

 

Sample #:  P41600-MMA-Xylene-MMA 

 

Structure: 
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Composition: 

Mn x 103 PDI 

4.8 1.07 

 

Synthesis Procedure:  

The polymer was synthesized by anionic 

polymerization process. 

 

Characterization: 

The polymer was characterized by size exclusion 

chromatography (SEC) and 1H NMR.  

 

 
1H NMR spectrum of polymer: 

 

 
 

  SEC elugram of the Sample: 

 
 

 
 
 

 

 

 


