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Sample Name: α–Methoxy–ω–ethyl [ 4-Cyano-4-

(ethylcarbonothioylthio)pentanoic ester–terminated 

Poly (ethylene oxide)  

 

Sample #:  P42829-mPEG-RAFT 

 

Structure: 

Composition: 

Mn × 103 1.0 

PDI 1.10 

RAFT functionality (by NMR) >90% 

 

Solubility: 

Poly (ethylene oxide) is soluble in toluene, CHCl3, 

Acetone, THF and water. It is Insoluble in ether, 

hexane and Precipitated from DCM or CHCl3 into 

ether. 

 

Characterization:  

PEO bearing RAFT functionality was characterized by 

NMR. 

 

Lot#: P60243 

 
 

Molecular formula C9H13NO2S3 

Molecular weight 263.0 

Purity:  +98 % 
 

1H-NMR (400 MHz, CDCl3) spectrum of the RAFT: 

 

 

1H-NMR Spectrum of the PEG-RAFT: 

 

 
 

SEC elugram of the Sample: 

P42829-mPEG-RAFT

0.0

 Mn= 1,000 ,  PI=1.10

9 12 15 18 21 24 27

0.0

Size exclusion chromatography of the polymer:
 

https://www.polymersource.ca/index.php?route=product/category&path=2_2233_210_1832&product_id=13121&subtract=1&serachproduct=yes&categorystart=A-1.1

