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Sample Name: α–Methoxy–ω–thiol terminated Poly 

(ethylene oxide-b-Styrene) 

  

Sample #:  P42829A-EGS-SH 

 

Structure: 

 
Composition: 

Mn x 103 

 EG-b-S 
Mw/Mn (PDI) 

1.0-b-24.0 1.10 

 

Synthesis Procedure: 

The polymer was synthesized by RAFT polymerization 

process using following RAFT reagent:   

 
1H-NMR (400 MHz, CDCl3) spectrum of the RAFT: 

 

 
1H-NMR spectrum (400 MHz, CDCl3) of the 

mPEG-RAFT: 

 
 

1H-NMR spectrum (400 MHz, CDCl3) of the       

EG-b-S RAFT: 

 
 

SEC elugram of P42829-mPEG-RAFT: 

P42829-mPEG-RAFT
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Size exclusion chromatography of the polymer:
 

 

SEC elugram of the Sample: 

 

https://www.polymersource.ca/index.php?route=product/category&path=2_2233_210_1832&product_id=13121&subtract=1&serachproduct=yes&categorystart=A-1.1

