Sample Name: Deuterated d9 (ester deuterated)
n-Butyl acrylate

Sample #: d9 Deuterated n-butyl acrylate

Lot# P14837-D9 nBuA

.

Characterization:

FW 217.0

D atom % Purity >98%

Chemical purity > 98%

FT-IR of the d9 nBuA in chloroform solution:
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'H NMR of the D9nBUA:
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’D NMR of the D9nBUA:
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