Sample Name: Ethyl Propylacrylate

Sample #: P14884-EPrA

Structure:
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Composition: purity: >95 % (from NMR)
Synthesis Procedure:

The product was prepared as followed scheme:

COOC;H, COOC,H,
1 KOH in 99% ethanol
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Characterization:

The product was characterized by NMR and FTIR.

'H NMR of the product:
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