
 

 

 

 

Sample Name: Poly(styrene-bearing 4,4’-

dibromodiphenylmethane moiety as 

terminal end  

  

Sample #:  P10296-S2BrDPE 
 

Structure: 
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Composition:  

 

Mn x 103 

 
PDI 

30.0 1.08 

Tg for  PS block: 107oC  
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Size Exclusion Chromatography of the product
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