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Sample Name:  Poly carbonate 

(Bisphenol-A carbonate) 

Sample #: P5173-PC  

 

Structure: 

 

 

 

 

Composition: 

Mn 103 Mw/Mn 

4.6 1.4 
 

Characterization :   

By SEC in THF. 

 

SEC: 

P5173-PC

Ve (ml)

18 20 22 24 26 28

Size Exclusion Chromatography of Polycarbonate 

P5173-PC: M
n
=4650, M

w
=6550, M

w
/M

n
=1.41  


