
 
 
 
 
 

Sample Name:  
 - Benzyl chloride terminated Poly(Dimethylsiloxane) 

Sample #:  P10622-DMSBZCL 
 

Structure: 
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Composition: 

Mn x 10
3
 PDI 

3.5 1.15 

Dp: of PDMS 48  units  

 
Synthesis Procedure: 
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